[bookmark: referatas]A device (8) for suspension an aperture mask (1) of an electronic visualisation tube comprises a thermostatic bimetallic plate (10) which a deflection between 60 °C and 130 °C is less than a deflectionbetween 20 °C and 60 °C. The bimetallic plate which a deflection between 60 °C and 130 °C is less than a deflection between 20 °C and 60 °C.
