[bookmark: referatas]The present invention provides a method of production a mixture of polystyrene concreate, useful in building industry, in particular for production of light partitions. The method comprises simultaneously closed stirring polystyrene granules and/or crumbs, Portland cement, surfactant and water. A preferred anionic surfactant according to the present invention is an sulfo `group`-containing surfactant.
