[bookmark: referatas]The present invention provides a composition for the etching treatment of the non-conductive surface before chemical metallization. The etching composition contains (in mass percent): sulfuric acid 70-90, manganese salts 0,0001-0,01, water - residual amount. The concentration of the used sulfuric acid not less than 75 percent.
