[bookmark: referatas]The present invention provides a method for production of darkened oak wood, which features properties identical to a bog oak, which is found in wetlands. The method is based on Fe reaction with tannins, present in the wood and includes at least the following steps: placing woodwork pieces into a metal container; filling the container with water (or other suitable solvent) such, that all woodwork  pieces would submerge into the solvent; adding iron oxide to the solvent and making an iron oxide solution of specific concentration; heating the container to the temperature of 60 to 100 degree Celsius; maintaining the temperature of the container for an appropriate period of time depending on size and shape of the woodwork pieces; adding more solvent in order to compensate evaporation; stopping  heating whenever the wood gets the required tone (black, grey, blue, violet or brown), and draining solvent from the container; drying woodwork pieces in a convection or vacuum dryer or the like, until the wood reaches desired level of moisture content. 
