Method relates to the technical field of material science. The method of removal comprises steps as follows: PMMA used as a supportive or mask layer for graphene on a substrate (PMMA/graphene/ substrate) is subjected to DUV to expose PMMA, using its photosensitive properties; exposed PMMA is developed in alcohol/water mixture releasing the surface of graphene. Graphene/substrate is blown with nitrogen to be dried.
