The membrane sensor described here is made by using silane compounds forming self-assembled monolayer on electrically conductive and non-conductive oxide surfaces. The self-assembled monolayer is mixed with diluents to form a surface-attached bilayer phospholipid membrane with a submembrane water reservoir. Once formed, the sensitive phospholipid layer can be removed and re-formed several times on the same surface.
